
















































































Autoclaved Aerated 
Concrete Blocks with a 
density of 430 ± 30 kg/m3, 
compressive strength of 
minimum 3.2 N/mm2, and 
thermal conductivity of 
0.110.12- W/mK.

Autoclaved Aerated Concrete 
Blocks with a density of 650 
kg/m3, compressive strength 
of minimum 5.5 N/mm2, and 
thermal conductivity of 0.16 – 
0.17 W/mK.

We can provide you a 
complete AAC system 
including our superior quality 
AAC block mortar & 
plastering materials.

Autoclaved Aerated 
Concrete Blocks with a 
density of 500 ± 20 kg/m3, 
compressive strength of 
minimum 3.2 N/mm2, and 
thermal conductivity of 0.135 
W/mK.

Autoclaved Aerated 
Concrete Blocks with a 
density of 600 ± 20 kg/m3, 
compressive strength of 
minimum 5 N/mm2, and 
thermal conductivity of 0.14 
W/mK.

Exeed Litecrete AAC is available in a wide range of dimensions, density and 
strength classes.


